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PT. Indah Kiat Pulp & Paper 
Jl. Raya Serang Km. 76, Kragilan 
Serang 42184 
Banten - Indonesia 
 
The following sample was submitted and identified by/on behalf of the client as:  
 

SAMPLE DESCRIPTION :  White Kraft  

BATCH/LOT NO. :  - 

MANUFACTURER/VENDOR :  - 

COLOR :  - 

BUYER NAME :  - 

OTHER INFORMATION :  Separated results from report no ML/2011/5954 as per applicant’s  

   request 

JOB NUMBER :  JKT-ML/HL/10/11/1691 

LAB ID NUMBER :  ML10111691-8343  

SAMPLES RECEIVED :  06 October 2011 

TESTING PERIOD :  06 October – 14 October 2011 
 
Test Results : Please refer to the following page(s) 

 
 
Signed for and on behalf of 
SGS Indonesia 
 
 
 
 
     
 
 
 
                                         . 
Ellya Santhy 
Softlines & Hardlines Spv 
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Test Results: 
 
Phthalate 

Test Method : With reference to ASTM Method Designation D3421-75. Analysis was conducted by GC-MS  

 

Test Items Unit 
Method  

Detection Limit 
Result 

Di-butyl phthalate (DBP) %(w/w) 0.003 N.D. 

Benzyl butyl phthalate (BBP) %(w/w) 0.003 N.D. 

Di-2-ethyl hexyl phthalate (DEHP) %(w/w) 0.003 0.003 

Di-n-octyl phthalate (DNOP) %(w/w) 0.003 N.D. 

Di-isononyl phthalate (DINP) %(w/w) 0.010 N.D. 

Di-isodecyl phthalate (DIDP) %(w/w) 0.010 N.D. 

Diisobutyl phthalate (DiBP) %(w/w) 0.003 N.D. 

Di-n-hexyl-phthalate (DnHP) %(w/w) 0.003 N.D. 

Diisopentyl phthalate (DIPP) %(w/w) 0.003 N.D. 

 
Note : N.D. = Not detected 

 
Sample Picture 

 

           
 
          

**********End of Report*********** 
 
 


