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Sample Description: 

One (1) group of submitted samples said to be : 
Sample Description : SINARBOARD (C1S) 
Date Sample Received : Jun 03, 2010 
Date Test Started : Jun 05, 2010 

 
 
 

 
Test Conducted: 

As requested by the applicant, for details please refer to attached pages. 
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(Ⅰ) Test Result Summary:  
Result (ppm) 

Testing Item 
White Paper Board 

Phthalates 
Dibutyl Phthalate (DBP) ND 
Benzylbutyl Phthalate (BBP) ND 
Bis(2-Ethylhexyl)Phthalate (DEHP) ND 
Di-N-Octyl Phthalate (DNOP) ND 
Diisononyl Phthalate (DINP) ND 
Diisodecyl Phthalate (DIDP) ND 

 
Remarks : ppm  = Parts per million based on weight of tested sample 
 ND = Not detected 

 
Responsibility Of Chemist: Irene Chiou / Cathy Chen 

 
Date Sample Received : Jun 03, 2010 
Testing Period : Jun 05, 2010 To Jun 08, 2010 

 
 
 
(Ⅱ) Test Method: 

Testing Item Testing method Reporting Limit 

Phthalates 
With reference to ASTM D3421-75, by 
solvent extraction and determined by 
GC-MSD or GC-FID 

10 ppm 

 
Remark : Reporting Limit = Quantitation limit of analyte in sample 

 
 
 
 



  

  

  

 
 
 
 
 
  

 
 Number : TWNC00160947 

 
Test Conducted 
 

Page 3 Of 4  
Intertek Testing Services Taiwan Ltd. 

8F., No. 423, Ruiguang Rd., Neihu District, Taipei 114, Taiwan, R.O.C. 
全國公證檢驗股份有限公司 
114 台北市內湖區瑞光路 423 號 8 樓 

Tel: (+886-2) 6602-2888．2797-8885 Fax: (+886-2) 6602-2400．6602-2401 
 

(Ⅲ) Measurement Flowchart: 
 
Test For Phthalates Contents  
Reference Method: ASTM D3421-75 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

End Of Report 
 
 
 

sampling/grinding or 
cutting 

weigh sample and add 
organic solvent 

solvent extraction 

concentrate the extract 
and make up with 
organic solvent 

analyzed by GC-MSD or 
GC-FID  
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