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Sample Description: 

One (1) group of submitted samples said to be : 
Sample Description : SINARBOARD OBA FREE-IF 
Date Sample Received : Jul 09, 2010 
Date Test Started : Jul 12, 2010 

 
Test Conducted: 

As requested by the applicant, for details please refer to attached pages. 
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(Ⅰ) Test Result Summary:  
Result 

Testing Item 
White Paper 

Polyvinyl Chloride (PVC) Negative 
Asbestos Negative 

 
Responsibility Of Chemist: Irene Chiou  

 
Date Sample Received : Jul 09, 2010 
Testing Period : Jul 12, 2010 To Jul 13, 2010 

 
 
 
(Ⅱ) Test Method: 

Testing Item Testing method Reporting Limit 

Polyvinyl Chloride (PVC) 
Beilstein’s test (Flame test) and 
FT-IR analysis 

NA 

Asbestos FT-IR analysis NA 
 

Remarks: Reporting Limit = Quantitation limit of analyte in sample 
NA = Not Applicable 
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(Ⅲ) Measurement Flowchart: 
 
Test For Asbestos  
Reference Method: FT-IR Analysis 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

End Of Report 
 
 
 

sampling: cutting suitable size 

place the sample into the chamber 
of FT-IR, screen sample by IR 

 

yes 

no 

positive 

negativeCompare spectrum 
with standard ? 
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